
Trouble shooting for rubber rolls when challenged with regard to a roller’s performance 

 

 

Incorrect compound 

 

Incorrect durometer 

 

Excessive pressure 

 

Excessive heat build up 

 

Exposure to inappropriate chemicals or incorrect % of usage 

 

Uneven pressure across face of roll 

 

Impact from foreign matter 

 

Failure to relieve load or nip pressure when not running 

 

Inadequate core wall thickness 

 

Continuing to operate rolls after obvious mechanical damage of coating has occurred 

 

Inadequate dynamic balancing 

 

Incorrect camber or crown 

 

Incorrect handling of roll in or out of press 

 

Over exposure to ozone 

 

Over exposure to direct sunlight (UV) 

 

Faulty journals or bearings 

 

Incorrect cleaning or inadequate cleaning of roll surface after use 

 

Extreme low temperatures 

 

Misalignment of rolls 

 

Faulty drive gears 

 

Incorrect roll diameters resulting in surface speed differential 

 

 


